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[57) ABSTRACT

Sulfonic acid-substituted polyaniline compositions and
their derivatives are produced by reacting a polyaniline
polymer with SO; gas. The sulfonated polyaniline com-
positions have faster electronic and optical responses to
electrochemical potentials and improved environmental
stability solubility than the parent polyaniline polymer.
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