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2. Draw pictures of the microstructure of this Copper-Silver alloy as you slowly cool the solution.
 At 97% Ag
  a3:					       b3: 				          c3:




 At 72% Ag
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At 24% Ag 
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Ficure 9.2 (a) The Composition (at% Ni)
copper—nickel phase
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