Group Member Names _________________________________
Fracture Surfaces and Failure Type
a) For each picture indicate what kind(s) of failure occurred (transgranular, intergranular, ductile, brittle, fracture, and/or fatigue).

b) Give a brief explanation for how you determined the type of failure. What feature(s) of the picture are the determining factor?
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