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The preformed-pairs theory of pseudogap physics in high-TC superconductors predicts a nonanalytic T
dependence for the ab-plane superfluid fraction, �S, at low temperatures in underdoped cuprates. We report
high-precision measurements of �S�T� on severely underdoped YBa2Cu3O6+x and Y0.8Ca0.2Ba2Cu3O6+x films.
At low T, �S looks more like 1−T2 than 1−T3/2, in disagreement with theory.
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Numerous theoretical models have been advanced to ex-
plain the pseudogap in underdoped high-TC superconductors.
One class of models �boson-fermion models�1–3 involves the
idea that Cooper pairs form at the pseudogap temperature,
T *, but due to internal fluctuations, these pairs do not form a
condensate until the observed transition temperature, TC,
where superfluid appears. Of the many results of the model
�Ref. 4 and references therein�, to us the most dramatic and
accessible is its prediction of a nonanalytic T dependence of
the superfluid fraction—a quantity that we can measure with
high precision. In this model, the pairing field �pg�T� binds
the carriers into pairs below a pseudogap temperature, T*, of
the order of several hundred K. The T dependence of �pg is
assumed to be BCS-like. Below TC, an energy scale �sc re-
sponsible for pair condensation appears. The total gap, ��T�,
for fermionic quasiparticles is �2=�pg

2 +�sc
2 . The T depen-

dence of the superfluid density is determined by the conden-
sation of preformed pairs. The underlying BCS superfluid
fraction, �s

BCS�T�, which vanishes at T *, is renormalized by
pair condensation such that the measured superfluid fraction
is: �s�T�= ��sc

2 �T� /�2�T���s
BCS�T�.

Detailed calculations5,6 predict that strong Cooper pair
fluctuations in underdoped materials dominate the physics
and give �sc�T�, and therefore �s�T�, a nonanalytic T depen-
dence: �sc

2 �T��1−a�T /TC�3/2, where a is near unity. While
this is technically a low-T result, it is expected to hold over a
relatively wide temperature range because TC is the only
low-energy scale in the problem. Because T * is much larger
than TC, �pg is essentially constant at low T, T�T *, and
in moderately disordered d-wave superconductors, �s

BCS�T�
is quadratic at low T.12 The end result is: �s�T��1
−a�T /TC�3/2−b�T /T *�2, where b is a constant near unity.7

This result is experimentally accessible for two reasons.
First, there is the separation of scales: for the severe under-
doping explored here, T* is more than ten times larger than
TC, in which case the quadratic term is negligible. Second,
the predicted nonanalytic T dependence is not affected by
microscopic disorder, which is present in our films. Numeri-
cal results7 on disordered d-wave superconductors find that
the limiting behavior, �s�T��1−a�T /TC�3/2, holds up to
about TC /2.

The theory under discussion is physically appealing, but
controversial. Rather than discuss its merits, we proceed to
test its striking prediction for �S�T� in cuprates. We note that
Carrington et al.8 claim T3/2 behavior in organic supercon-

ductors. In this Brief Report, we present the T dependence of
�S�T� for several heavily underdoped YBCO films. The dis-
cussion is couched in terms of the ab-plane penetration
depth, �, where �s�T�=�−2�T� /�−2�0�. None of the films ex-
hibit a clear T3/2 dependence over a significant temperature
range. The data are better fit by T2.

We determine the ab-plane superfluid density of thin films
by a two-coil rf technique, described in detail in Refs. 9 and
10. The measured quantity is the sheet conductivity of the
film, �d=�1d− i�2d, where d is the film thickness and � is
the conductivity. The ab-plane penetration depth, �, is ob-
tained as: �−2=�0	�2, where �0 is magnetic permeability of
vacuum and 	 /2
 is the measurement frequency, 100 kHz
in this work. �1 is large enough to be measurable only near
the transition, where, in principle, it diverges. The width of
this peak provides an upper limit on the inhomogeneity of
TC.

In this study we used three films of pure YBCO with TC
=36, 20, and 10 K, and ��0�=0.45, 0.76, and 2.43 �m, re-
spectively. These are films A, B, and C in Table I. They were
produced by pulsed laser deposition �PLD� on �001� polished
SrTiO3 substrates with subsequent annealing. Films were
sandwiched between a buffer and a cap layer of insulating
PrBCO, whose purpose was to improve the homogeneity of
YBCO by removing interfaces with substrate and air �pro-
tecting samples from air humidity�. In addition, the PrBCO
cap helps move the region of high oxygen concentration gra-
dient �near the free surface� away from YBCO, thus improv-
ing oxygen homogeneity. The doping homogeneity is para-
mount here because at the doping levels of this work the TC
is a strong function of doping, so that small variations of
oxygen concentration cause wide transition and potentially
much of the superfluid density curve �−2�T� is inside the

TABLE I. Parameters for the films presented in this report. X2

comes from fits to the first 20% drop in �−2�T�.

Sample
Thickness

��m�
TC

�K�
��0�
��m� XT3/2

2 XT2
2

A 0.048 36 0.45 3.0�10−5 4.6�10−6

B 0.048 20 0.76 2.0�10−5 1.2�10−6

C 0.025 10 2.4 8.3�10−5 3.6�10−5

D 0.14 28 0.94 5.2�10−5 5.8�10−6

PHYSICAL REVIEW B 74, 012502 �2006�

1098-0121/2006/74�1�/012502�3� ©2006 The American Physical Society012502-1

http://dx.doi.org/10.1103/PhysRevB.74.012502


transition region. The above procedure allows us to achieve
narrow enough �1 peaks so that no more than about a quarter
of �s�T� curve is inside the peak. A fourth film �D� was a
140 nm thick film of Y0.8Ca0.2BCO produced by PLD on
�001� STO.

The main systematic uncertainty in our measurement is
the uncertainty in the film thickness, d, which affects the
absolute value of �−2 at T=0, but not its T dependence. The
36 and 20 K films were nominally 40 unit cells thick �d
=0.048 �m�, while the 10 K film was 20 unit cells thick
�d=0.025 �m�. We know the film thickness to 10%, there-
fore we know �−2�0� to within 10%, and ��0� to 5%. This
uncertainty does not affect the conclusions of the present
work.

Figure 1 shows the superfluid fraction, �s��−2, along
with peaks in �1, as functions of T. The narrowest transition
is that of the 36 K film. This film qualifies as “severely”
underdoped because the pseudogap temperature is greater
than 300 K.11

In Fig. 2 we compare T2 power law vs T3/2 law for our
films. The black dotted curves are experimental data, while
red lines are the power law fits to the first 20% drop of the
superfluid density. Left panels are the data plotted vs T2,
while right panels are the data plotted against T3/2. The two
power laws are close to each other and are hard to distin-
guish. Yet, as far as we can tell, the quadratic fit is better over
a larger temperature interval. This is most evident in 36 K
film �top panel, Fig. 2�, where the quadratic fit is almost
perfect over as much as 50% of the superfluid density drop
and 70% of the temperature interval.

To be more specific, we can describe the fit quality by
calculating a fractional fit error,

X2 =
1

N � ��s,fit − �s,data�2

�s,fit
2 �1�

over the first 20% of the drop in the superfluid density �s,
where N is the number of data points in that interval. Values
of X2 are given in the table for both power laws. One can see
that X2 is about an order of magnitude smaller for T2 fit
�good to about 0.1%�, than for T3/2 fit, which is good only to

about 1% over the same temperature interval. The quadratic
fit quality at lowest temperatures for sample A is actually
slightly worse than that for sample B, even though at higher
temperatures sample A fits the T2 law better.

However, T3/2 gives a reasonable agreement with data
over some temperature range �10–15 K�. In principle, the fit
can be improved somewhat by including a T2 term. However,
as mentioned above, the quadratic term should be 100 times
smaller than the T3/2 term because T * is about 10 times larger
than TC.

One can be concerned about the possible modification of
the temperature dependence by spread in TC across a given
sample. It is easy to show that such a spread would cause
only a change in a prefactor, but no new power law behavior,
as long as the temperature is below about a half of the lowest
TC, which is the case here.

FIG. 1. Superfluid density �s��−2 �solid curves� and �1 �dashed
curves� vs T for four films used in the present study.

FIG. 2. �Color online� Low-T part of the superfluid density for
films A, B, C, and D �top to bottom�. In each pair of graphs, left one
shows data against T2, while the right one is against T3/2. The red
lines are linear fits to the first 20% decrease of the superfluid den-
sity. In each case, quadratic T dependence provides a better fit over
a larger temperature range.
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While the 36 K film provides the cleanest comparison
with “pair fluctuation” theory because of its very sharp tran-
sition, the same qualitative conclusion is supported by data
on 20 and 10 K films, as well as Ca doped film �Fig. 2,
Panels 2, 3, and 4�. The transitions in these films are not
narrow enough to draw more quantitative conclusions from
those data.

It should be noted that if our films were cleaner, i.e., if
they displayed T-linear dependence of �s, it would be more
difficult to reject the pair-fluctuations picture. In very clean
crystals of D. Broun et al.13 where T-linear dependence
clearly yields to T2 at lower temperatures, these two power
laws together produce a good fit to T3/2 behavior over as
much as 40% drop in superfluid density. We believe that
this is accidental and is not caused by preformed pairs
condensation.

In conclusion, we made high precision measurements of
superfluid density in heavily underdoped YBCO to test a
novel prediction of a particular model of the pseudogap. We
did not find persuasive evidence for the predicted 1
−a�T /TC�3/2 behavior in superfluid fraction at low T. In ev-
ery case, a quadratic T dependence fitted the data better. It is
possible that the predicted nonanalytic behavior is confined
to just the first few percent drop in superfluid density, but we
do not see why this should be so.
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